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The following sample(s) was/were submitted and identified on behalf of the clients as : DIGIT DISPLAY & DOT

MATRIX DISPLAY

SGS Job No. :

Item No Given by Client :
Manufacturer :

Country of Origin :

Date of Sample Received :
Testing Period :

Test Requested :

Test Method :

Test Results :

Conclusion :

Signed for and on behalf of
SGS Hong Kong Limited.

Lam Ka Yung, Allen
Chemist

4600850 - HK

DIGIT DISPLAY & DOT MATRIX DISPLAY
OPTOSUPPLY ELECTRONICS (SZ) LIMITED
CHINA SHENZHEN

06 May 2020

06 May 2020 - 17 May 2020

Selected test(s) as requested by client.

Please refer to next page(s).

Please refer to next page(s).

Based on the performed tests on submitted sample(s), the results of Cadmium,
Lead, Mercury, Hexavalent chromium, Polybrominated biphenyls (PBBs),
Polybrominated diphenyl ethers (PBDEs) and Phthalates such as
Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl
phthalate (DBP) and Diisobutyl phthalate (DIBP) comply with the limits as set by
RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU.
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Test Results :

Test Part Description :

Specimen SGS Sample ID Description
No.
1 HKG20-003379.004 White plastic w/ grey printing w/ translucent glue - Case
2 HKG20-003379.005 Black glass fiber w/ silvery/ coppery metal w/ translucent glue - PCB
3 HKG20-003379.006 Silvery metal - Pin
Remarks :

(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL )
(4) "-" = Not Regulated

RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU

Test Method : With reference to IEC 62321-4:2013+A1:2017, IEC62321-5:2013, IEC62321-7-2:2017,
IEC62321-6:2015 and IEC62321-8:2017, analyzed by ICP-OES, UV-Vis and GC-MS. (Decision
Rule: please refer to appendix 1: Category 1)

Test Item(s) Limit Unit ~ MDL 004 005
Cadmium (Cd) 100 mg/kg 2 ND ND
Lead (Pb) 1,000 mg/kg 2 ND ND
Mercury (Hg) 1,000 mg/kg 2 ND ND
Hexavalent Chromium (CrVI) 1,000 mg/kg 8 ND ND
Sum of PBBs 1,000 mgl/kg - ND ND
Monobromobiphenyl - mg/kg 5 ND ND
Dibromobiphenyl - mg/kg 5 ND ND
Tribromobiphenyl - mg/kg 5 ND ND
Tetrabromobiphenyl - mg/kg 5 ND ND
Pentabromobiphenyl - mg/kg 5 ND ND
Hexabromobiphenyl - mg/kg 5 ND ND
Heptabromobiphenyl - mg/kg 5 ND ND
Octabromobiphenyl - mg/kg 5 ND ND
Nonabromobiphenyl - mg/kg 5 ND ND
Decabromobiphenyl - mg/kg 5 ND ND
Sum of PBDEs 1,000 mgl/kg - ND ND
Monobromodiphenyl ether - mg/kg 5 ND ND
Dibromodiphenyl ether - mg/kg 5 ND ND
Tribromodiphenyl ether - mg/kg 5 ND ND
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Test Item(s) Limit Unit MDL 004 005
Tetrabromodiphenyl ether - mg/kg 5 ND ND
Pentabromodiphenyl ether - mg/kg 5 ND ND
Hexabromodiphenyl ether - mg/kg 5 ND ND
Heptabromodiphenyl ether - mg/kg 5 ND ND
Octabromodiphenyl ether - mg/kg 5 ND ND
Nonabromodiphenyl ether - mg/kg 5 ND ND
Decabromodiphenyl ether - mg/kg 5 ND ND
Dibutyl Phthalate (DBP) 1,000 mg/kg 50 ND ND
Benzylbutyl Phthalate (BBP) 1,000 mg/kg 50 ND ND
Bis-(2-ethylhexyl) Phthalate (DEHP) 1,000 mgl/kg 50 ND ND
Diisobutyl Phthalate (DIBP) 1,000 mg/kg 50 ND ND
Notes :

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

IEC 62321 series is equivalent to EN 62321 series
http://www.cenelec.eu/dyn/www/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:
1258637,25

RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU

Test Method : With reference to IEC 62321-4:2013+A1:2017 and IEC62321-5:2013, analyzed by ICP-OES.
(Decision Rule: please refer to appendix 1: Category 1)
With reference to IEC62321-7-1:2015, analyzed by UV-Vis. (Decision Rule: please refer to
appendix 1: Category 4)

Test Item(s) Limit Unit MDL 006
Cadmium (Cd) 100 mg/kg 2 ND
Lead (Pb) 1,000 mg/kg 5 17
Mercury (Hg) 1,000 mg/kg 2 ND
Hexavalent Chromium (Cr(VI))v - pg/cm? 0.1 ND
Notes :

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

IEC 62321 series is equivalent to EN 62321 series
http://www.cenelec.eu/dyn/www/f?p=104:30:1742232870351101::::FSP_ORG_ID,FSP_LANG_ID:
1258637,25

(2) ¥ = a. The sample is positive for Cr(VI) if the Cr(VI) concentration is greater than 0.13 pg/cm2. The
sample coating is considered to contain Cr(VI)

b. The sample is negative for Cr(VI) if Cr(VI) is ND (concentration less than 0.10 pg/cm2). The coating is
considered a non-Cr(VI) based coating

c. The result between 0.10 pg/cm2 and 0.13 pg/cm2 is considered to be inconclusive - unavoidable
coating variations may influence the determination
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Information on storage conditions and production date of the tested sample is unavailable and thus
Cr(VI) results represent status of the sample at the time of testing.

This document is issued by the Company subject to its General Conditions of Servn:e printed overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and,

for electronic format documents, subject to Terms and C at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.Attention is drawn to the
limitation of liability, i and jurisdiction issues defined therem Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of
its intervention only and within the limits of Client’s instructi if any. The C y’s sole r ility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and under the i This d cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized

ion, forgery or i ion of the content or appearance of this is and may be p d to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

| Laboratory: 1/F, 3/F, 4/F & 5/F, On Wi Centre, 25 Lok Yip Road, On Lok Tsuen, Fanling, New Territories, Hong Kong  www.sgsgroup.com.hk
Oﬁme Units 3[]3 & 305, 3/F Building 22E Phase 3, HK Science Park, New Territories, Hong Kong t (852) 2334 4481 1(852) 2764 3126 e mktg hk@sgs com

Member of the SGS Group (S6S SA)



Test Report No. HKGEC2000337903  Date: 22 May 2020 Page 5 of 7

Appendix 1
Category Decision Rule Statement
1 The decision rule for conformity reporting is based on the non-binary statement with guard band (is

equal to the expanded measurement uncertainty with a 5% coverage probability, w=US8} in

ILAC-GE: 092015 Clause 4.2.3.

A “Pasz - the measured value & within (or below ! above) the acceptance limit, where the
acceptance limit is below / above to the guard band.” or “Pass - The measured values were
observed intolerance at the points tested. The specific falze acceptrisk iz up to 2.5%..

B. “Conditicnal Pass - The measured values were obzerved in tolerance at the peints tested.
However, a portion of the expanded measurement uncertainty intervak about one or more
measured values exceeded / out of tolerance. When the measured result is cloze to the
tolerance, the specific falze acceptrisk iz up to S0%.~.

C. “Conditicnal Fail - One or more measured values were obsersed out of tolerance at the
points tested. However, a portion of the expanded measurement uncertainty intervalz about
one or more measured values were in tolerance. When the measured result is close to the
tolerance, the specific falze reject risk iz up to 50%.".

D. “Fail - the measured value iz out of (or below / above) the tolerance limit added / subtracted
to the guard band.” or *Fail - One or more measured values were obzerved out of tolerance
at the points tested™. The specific falze reject rizkis up to 2.5%.

2 The decision rule for conformity reporting is based on B3 EN 1811:2011+41:2015: Reference test

method for release of nickel from all post azssemblies which are inserted into pierced parts of the

human body and articles intended to come inte direct and prolonged contact with the skinin

Section 9.2 interpretation of results.

3 The decision rule for conformity reporting is based on the general consideration of simple
acceptance as statedin ISO/AEC Guide 58-3: *Uncertainty of measzurement - Part 3: Guide to the
expreszion of uncertainty in measurement (GUKM 1995)° and more specifically for anahtical
measuremants to the EURACHEW/CITAC Guide 2012 “Quantifying Uncertainty in Anahytical
Measurement *.

4 The decision rule for conformity reporting is according to the [|EC 62321-7-1 Edition 1.0 2015-09
Section 7: Table 1-(comparison to standard and interpretation of result)

5 The decision rule for conformity reporting is accordingtothe [EC 82321-3-1 Edition 1.0 2013-06
Annex A3 interpretation of resulf.

[ The decision rule for conformity reporting is according to the GBIT 28125-2011 Annex Ato H

T The decision rule for conformity reporting is according to the reguested specification or standard

[ASTM FS83-17 =ection 4.3.5)

] The decision rule for conformity reporting is according to the requested specification or standard
(AS/NZS 150 8124 Part 3 section £4.2)

If the decizion rule iz not feasible to be uzed and the uncertainty ofthe resultis able to be provided,
Remark | the uncertainty range ofthe result willbe shown in the report. Otherwize, onby result willbe shown

in the report.
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Sample photo:

HKG20-003379.004

HKG20-003379.005
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HKGEC20003379

Testhart
BT

HKG20-003379.006

SGS authenticate the photo on original report only

*** End of Report ***
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